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Laser patterning of CIGS thin films with  

1550 nm nanosecond laser pulses  

Å Laser scribing for CIGS module fabrication  

Å Selected experimental results  

Å Mechanism of scribing  

Å Summary  

High -efficient, high -quality laser scribing is one key technology for efficient module 

fabrication.  

Interface - related laser matter interactions are helpful for some material processing tasks  

Outline  
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LASER SCRIBING FOR SERIAL 

INTERCONNECTION  

efficiency  

narrow scribes Č small dead zone  

scribing with low defects e.g.  

morphological, electrical  

selective processing Č material 

selective / interface  related  

 

technical  

fast scribing ï high speed  

reliable process  

low cost process  

 

 

DLIT and LBIC of laser P3 

scribes with significant defects 

reducing the photocurrent.  

Challenges and opportunities of industrial laser scribing  
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High - efficient, high - quality laser scribing is one key technology.  
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SAMPLES AND LASER  

Source:  Abengoa  solar NT  

 

CIGS ~ 2 µm  

Molybdenum ~ 1 µm  

Dielectric insulator ~0.5 µm  

Stainless steel foil  

 

 

Dielectric insulation isolates the back 

contact from the substrate and enables 

the integrated interconnection of the 

thin film solar cell material to modules.  

 

Schematic cross section of the 

CIGS samples.  

Experimental set up -  Samples -   
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Č Scribing of CIGS for P2and P3 interconnection steps.  

Wavelength:  1550 nm  

Pulse duration :  6 ns  

Repetition rate:  100 kHz  

Scanning speed:  0.1  to 10 m/s  

Pulse energy:  6 to  50 µJ  
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The optical images show differences at the bottom and the edges of the scribe ( EPuls = 18 µJ )  

 straight  edges  jagged  

 homogeneous, cleared   bottom  sectioned, scattering / shiny  

Morphology of CIGS scribes for selected scan speeds  
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vs = 3 m/s  vs = 0.1 m/s  

ablation  delamination  
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v s = 0.05 m/s  

Morphology of CIGS scribes for selected scan speeds  

v s = 3 m/s  

 

v s =1.5 m/s  

v s = 0.15 m/s,  

melting  
& 

ablation  

film cracking  
& 

delamination  
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green: laser ablation  

dark green: laser lift -off  

yellow: transition from 

ablation to lift -off;  

red: Mo film damaged  

blue: separated pulses  

Overview on the observed morphology after scribing  
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